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NVL Laboratories, Inc. mviag
4708 Aurors Ave. N., Sea?ﬂe. WA 98103 . ) :
Tel 208547 0000, epe 041938 Byjlk Asbestos Fibers Analysis

By Polarized Light Microscopy :
Client: Paul W. Jackson & Associatss, Inc. Bateh % 24196538400

Address: 3604 Beach Drive SW Client Project £:081€04
Seatile, WA 98116 Samples Recelved! 1

ARentlon: Me. Paut Jackson Samples Analyzed; 1
Project Location: Rainier Brewery Mathod: ERPAMSOOR-93/918

Lab ID : 20066670 Cllent Sample &: B1SLD

Location. Rainier Brewery

Loyer 1 o7 2 Descripion: Ofi-white fibrous woven material with paint :
Non-Fibrous Materials: Other Fibrous Materials:% Ackoecies Typoe:i%h

Fine particles, Paint Collose 43% Noro Dotostcd D

Layer 2 of 2 Deseription: Light gray fibrous material
Non-Fibrous Matarials: Other Fibrous Meterials:% Aslboctes Type:|5h
Fine pariicles BindariFiller Cefdoss 5% Chryselile 8%

Sampled by: Client '
Anplyzed by: Lyudmila Menzar Date Analyzed: 08/25/2004 @MFT

Nota: if sampees 2 net homog yg, then subsemgios of tha companets were anslyzed ssperately. Aﬂbukwmlaawamiymausmgﬁt%mwﬂ,?
Mamned with the following measuremant uncanairtios for the reponcd % Asbastos (1%=0-3%, 5%=19%, 1035=5-15%, 20%=10-30%, §03%=40-80%). Thif)
report rslates only to the thams tested. If sempis wad not collociad by NVL persente), than the sccurecy of o rosults a Imitod by the mathotiology end aculy
of the sample coliccior. This repant ghail not be reproduced excapt in full, without wriien appreval of NVL Laboratorias, inc. it shall notba ucad to datm
product endarzemant by NVLAP ar any othar agency of the US Govomment.
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